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Abstract

Two-step anodization of transparent TiO2 nanotube arrays has been demonstrated with aid of a Nb-doped TiO2

buffer layer deposited between the Ti layer and TCO substrate. Enhanced physical adhesion and electrochemical
stability provided by the buffer layer has been found to be important for successful implementation of the
two-step anodization process. With the proposed approach, the morphology and thickness of NT arrays could be
controlled very precisely, which in turn, influenced their optical and photoelectrochemical properties.
1. Correspondence/Findings
Aligned TiO2 nanotube (NT) arrays have attracted con-
siderable interest owing to their versatility in a number
of optoelectronic applications, such as solar cells [1-3],
photocatalysis [4,5], and electrochromics [6]. For in-
stance, when used as electrodes in dye-sensitized solar
cells (DSSCs), they were found to show higher light-
harvesting and charge-collection efficiencies compared
to their nanoparticle-based counterparts [7]. However,
most anodized TiO2 NT arrays have been prepared using
non-transparent Ti-foil substrates, limiting the light illu-
mination geometry to just one side of the electrode. The
limited illumination geometry lowers the performance of
the optoelectronic devices because the incident light is
attenuated by the device components (e.g. electrolyte)
other than the TiO2 NT electrode [8]. Therefore, the
benefits of TiO2 NT-based electrodes can only be fully
utilized by using transparent TiO2 NT arrays. The chal-
lenges associated with preparing transparent TiO2 NT
arrays have thus far limited the numbers of routes for
fabricating these electrodes [9,10]. Recently, we found
that the transparent TiO2 NT array films could be pre-
pared via a simple and reproducible approach involving
the deposition of a conducting buffer layer between the
Ti layer and transparent conducting oxide (TCO) sub-
strate [11]. The buffer layer protects the TCO from deg-
radation through a self-terminating mechanism that
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arrests the TiO2 NT growth on the Ti layer and im-
proves the adhesion and electrical contact between the
NTs and TCO.
A second challenge in TiO2 NT array synthesis has

been the ability to precisely control the microstructure
dimensions, extent of alignment, pore ordering, and de-
gree of overlayer formation. These properties have a
substantial impact on the device properties. For instance,
we recently showed that removing the structural dis-
order of TiO2 NT arrays promoted more efficient charge
transport in DSSCs [12]. Also, ordering of the NTs can
affect their optical properties, in particular their ability
to scatter light that affects the light-harvesting properties
of the electrode. Strategies to control the NT dimensions
and the extent of alignment have involved using differ-
ent anodization potentials [13,14], electrolytes [15,16],
drying conditions [12], and bath temperatures [4]. How-
ever, only a few studies have focused on the control of
pore ordering [17] and overlayer formation [9,18]. On
the other hand, it is well known that highly ordered pore
structures in alumina can be achieved via a two-step
process [19,20]. However, only a paucity of studies have
investigated the use of the two-step anodization of TiO2

NT arrays [14,17,21], mostly owing to the absence of
proper chemical etchants that dissolve only oxide NTs
without dissolving the underlying substrate. Further-
more, all of these examples used non-transparent Ti foil
as the substrate for growing NTs. For the reason given
above, it would be highly useful to extend this two-step
anodization technique to transparent TiO2 NT arrays.
The biggest challenge for the successful implementation

of the two-step procedure for preparing transparent TiO2
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NT arrays is overcoming the poor adhesion between the
Ti layer and TCO substrate. During a typical two-step an-
odization, TiO2 NT arrays are grown to a certain thickness
and then mechanically removed either by gas evolution
[14] or by adhesive tapes [17]. We find that these ap-
proaches are not applicable to TiO2 NT arrays grown on
TCO substrates. Removal of the initially grown NT layer
with these approaches results in delamination of the
remaining Ti film from the TCO substrate. This situation
is largely attributed to the poor adhesion between the Ti
film and the TCO substrate, unlike the case of NTs grown
on Ti foil.
In this communication, we demonstrate the first two-

step anodization procedure for growing transparent
TiO2 NT array films on TCO substrates. Key to the syn-
thesis is the aid of a buffer layer (i.e. Nb-doped TiO2;
NTO), which is found to improve both the physical ad-
hesion between the Ti layer and TCO and the electro-
chemical stability of the NT films during the anodization
process. We also report on simple and versatile ap-
proaches to control the morphology of the NT arrays by
Figure 1 (a) Schematic illustration of the two-step anodization proces
second step anodization.
using a post-growth pore widening procedure, which in-
volves changing the anodization time.
A schematic procedure for the two-step anodization of

transparent TiO2 NT array films is illustrated in Figure 1a.
The Ti thin film, which is deposited on the TCO substrate,
is anodized to produce a sacrificial NT layer on top of the
remaining Ti layer. Removal of this sacrificial layer leaves
dimples on the Ti surface. These dimples serve as a tem-
plate that directs pore formation during the second anodi-
zation step in which the remaining Ti is fully anodized. As
described in the introduction, the strong adhesion of the
Ti layer is very important for the selective removal of the
sacrificial NT layer. In contrast to NT films grown directly
on TCO, the presence of the NTO layer allows the first
NT layer to be removed either by gas evolution or by the
adhesive tape without delaminating the remaining Ti film.
This indicates that the NTO layer improves the adhesion
between the Ti film and TCO substrate. Figure 1b,c show
typical anodization current profiles of the first and second
stages of the two-step anodization process, respectively. It
is interesting that the decreased current in the early stages
s, and the anodization current profiles of (b) first step and (c)
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of the anodization process recovers to steady state much
faster in the second anodization. The current drop and
subsequent recovery are reported to be related to the re-
spective surface roughness of the Ti metal and higher de-
gree of ordering in the final NT film during the second
anodization [17]. The electrochemical stability of the
NTO layer, which was reported in our previous study [11],
is also observed in the anodization current profile of the
second step (Figure 1c), where the anodization current
does not increase even after complete anodization.
The SEM images in Figure 2a display the surface

morphology of a transparent TiO2 NT film prepared by
the single-step anodization process. It can be seen that
the film surface is covered by a porous overlayer and
that the individual NTs are not very discernible. Forma-
tion of the porous overlayer [18] has been ascribed to
the very low chemical etching rate of the oxide in the
ethylene glycol-based electrolyte [9]. We find that the
overlayer can be easily removed by ion-beam etching.
The inset in Figure 2a shows the surface morphology of
the NT film after ion-beam etching (1.2 keV, 26 mA, and
30 min). It is clear from the SEM image that the film is
composed of densely packed NT arrays with little inter-
stitial space between adjacent tubes. On the other hand,
the surface morphology after the two-step anodization
Figure 2 Top-view SEM images of TiO2 NT arrays prepared by (a) sing
and (c) two-step anodization process and subsequent pore-widening
after Ar-ion etching and the insets in (b) and (c) show the images at t
(Figure 2b) looks very similar to that prepared by the
two-step anodization of Ti foil [17]. The surface morph-
ology (Figure 2b) appears more ordered than that of the
single-step counterpart (Figure 2a). Better ordering of
pores after the two-step anodization can be ascribed to
the smoother Ti surface after removing the sacrificial
NT layer and the templating effect produced by the dim-
ples. The average pore diameter measured from the
magnified image (inset in Figure 2b) is 38 (± 7) nm, and
the pore-to-pore distance is 117 (± 11) nm. The NT
morphology can be further modified by the post-growth
pore-widening process. Figure 2c shows that the average
pore diameter of the NT film increases from 38 (± 7)
nm (inset in Figure 2b) to 66 (± 5) nm after the pore
widening, whereas the pore-to-pore distance essentially
remains the same (112 ± 13 nm). This result indicates
that the pore size can be controlled by varying the pore-
widening time without disrupting the ordered arrange-
ment of the NT pores. These observations suggest that
the two-step anodization and subsequent pore widening
are versatile ways to control the morphology of transpar-
ent TiO2 NT films.
Figure 3a shows a typical current profile of the single

step anodization and the strategy to control the thick-
ness of the transparent TiO2 NT films via the two-step
le-step anodization process, (b) two-step anodization process,
process, where the inset in (a) shows the top surface morphology
he same magnification.



Figure 3 (a) The strategy to control the thickness of the two-step anodized transparent TiO2 NT films, where the graph shows a typical
anodization current profile of the single-step anodization and the circled numbers show the duration of the second step anodization,
and (b) SEM images show NT films of various thicknesses; the circled numbers correspond to those in (a).

Kim et al. Nano Convergence 2014, 1:9 Page 4 of 7
http://www.nanoconvergencejournal.com/content/1/1/9
anodization. To control the NT thickness, we changed
the reaction time between the first and second anodiza-
tion processes. The numbers in the circle indicate when
the first step anodization is stopped and the second step
anodization is started for three different NT samples.
Figure 3b compares the cross-sectional SEM images of
the transparent NT samples prepared by the two-step
anodization processes described in Figure 3a after the
subsequent pore widening process. It can be seen that
the thickness of the NT films could be varied from
6.7 μm to 2.6 μm by changing the first anodization time
from 5 min to 40 min. This is a very precise approach to
control the NT thickness, which is easily adaptable to
other anodic oxide systems, such as the porous alumina
membrane. The approximate anodization times for the
second step are 25 min, 45 min, and 50 min for samples
1, 2, and 3, respectively. It should be noted that the an-
odization rate of the second anodization process is
higher than the first anodization, resulting in a shorter
anodization time compared to that shown Figure 3a.
The anodization rate for the second step is calculated to
be 130 ~ 150 nm/min, assuming that the final 5 min
does not contribute to the film growth, which is about
twice as fast as the reported anodization rate for Ti foils
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[14]. The rate difference can be ascribed to the different
properties of the starting Ti. Preliminary experiments
show that the deposition temperature, which affects the
crystallinity and preferred orientation of the Ti film, in-
fluences the anodization rate. It is noteworthy that the
NT film thickness after the anodization process is sig-
nificantly thicker than the starting Ti film (less than
2.6 μm depending on the first anodization time), which
is consistent with literature reports [9,22]. Although the
actual mechanism for the increased NT thickness is not
clearly understood, it has been proposed that lateral mo-
tion of the anodized material into the walls of both the
TiO2 NTs and anodized alumina structures is respon-
sible for the NT film being thicker than the starting Ti
film [23,24]. Extremely small loss of Ti atoms owing to
the re-attachment of the dissolved TiF6

2− and the subse-
quent oxide formation has also been proposed to ac-
count for the increased thickness of the relatively thin
NT films [22].
Figure 4a shows the normalized transmittance spectra

of the transparent TiO2 NT films displayed in Figure 3b.
The absolute value of the transmittance (not shown) de-
creased with increasing NT thickness, an observation
which is consistent with a previous report [9]. In order
to investigate the spectral response of the NT films, the
transmittance spectra were normalized with respect to
the maximum spectral values. The NT films have an op-
tical band gap (~ 3.4 eV), which is slightly larger than
that of bulk anatase TiO2 (~ 3.2 eV), regardless of the
film thickness. Such a slight blue shift is attributed to
the small crystallite size, which is limited by the wall
thickness of the NTs [25]. Interestingly, the relative
transmittance at shorter wavelengths (< 550 nm) de-
creases with increasing NT thickness, whereas the rela-
tive transmittance at longer wavelengths (> 550 nm)
Figure 4 (a) Normalized transmittance of transparent TiO2 NT arrays
inset shows the normalized absorption spectra only by the dye mole
spectra of DSSCs composed of transparent TiO2 NT arrays with differ
increases with increasing NT thickness. In other words,
thicker NT films transmit less high-energy photons and
more low-energy photons, implying that the light scat-
tering at shorter wavelengths becomes more significant
for thicker (at least up to 6.7 μm) NT arrays. The inset
in Figure 4a shows the normalized absorption spectra
obtained by subtracting the raw transmittance spectra of
bare TiO2 NT arrays from those of dye-adsorbed coun-
terparts. The resulting spectra represent the absorption
by just the adsorbed dye. The absorption by dye mole-
cules exhibits a very similar behavior to the transmit-
tance of the stained NT arrays. The amount of light
absorption by dye molecules decreases with increasing
NT thickness at shorter wavelengths, whereas it in-
creases with increasing NT thickness at longer wave-
lengths. The higher transmittance of NT array electrodes
at wavelengths > 550 nm should lead to better light ab-
sorption by dye molecules on the photoelectrodes, as
more photons can reach the adsorbed dye molecules on
the NT arrays due to the higher transmittance. As can
be seen in Figure 4b, the thickness- and wavelength-
dependent light absorption of the transparent TiO2 NT
films, in turn, affects the properties of the NT-based
DSSCs. The normalized IPCE spectra show that the
photocurrent response follows the same behavior as
the transmittance and net absorption spectra shown in
Figure 4a. For instance, the largest difference between
2.6 μm and 6.7 μm samples appears at 410 nm in both
the net absorption and IPCE spectra. The IPCE is nor-
mally approximated by the product of the following
three factors: light-harvesting, charge-injection, and charge-
collection efficiencies. Among these factors, the charge-
injection efficiency is not influenced by the thickness of
the NT arrays because the NT/dye interface is identical
for all samples. Also, because with the NT length is much
(without dye adsorption) with various thicknesses, where the
cules adsorbed on the NT surfaces, and (b) Normalized IPCE
ent thicknesses.
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shorter than the electron diffusion length (~100 μm) [26]
the charge-collection efficiency of TiO2 NT-based DSSCs
should be close to unity. Therefore, the IPCE spectra are
influenced mainly by the light-harvesting efficiency that is
represented by the amount of light absorption by the dye
(i.e. the inset in Figure 4a). The advantage of having higher
transmittance at wavelengths longer than 700 nm does
not contribute substantially to the photoresponse for this
particular DSSC system owing to the fact that the Z907
dye sensitizer absorbs very weakly at wavelengths above
700 nm. However, this effect will become more important
for improving the performance of sensitized photoelec-
trodes incorporating active materials that absorb lower en-
ergy light, such as semiconductors (i.e. quantum dots) and
IR-absorbing organic dyes.
In summary, we have demonstrated that the highly or-

dered transparent TiO2 NT arrays can be prepared by a
two-step anodization with the aid of a Nb-doped TiO2

(NTO) buffer layer. Strong physical adhesion and elec-
trochemical stability provided by the NTO layer are
found to be crucial for the success of this approach. The
morphology and thickness of the transparent TiO2 NT
arrays can be controlled precisely by the post-growth
pore widening and the anodization time between first
and second step anodization. The controlled nanostruc-
ture, in turn, affects the optical properties of the trans-
parent TiO2 NT arrays, which are shown to impact the
photoelectrochemical properties of NT-based sensitized
solar cells.

2. Experimental section
2.1 NT preparation
Transparent TiO2 NT arrays were prepared via an elec-
trochemical anodization process [27]. Before depositing
Ti metal films, 10 at% Nb-doped TiO2 (NTO) thin layers
were deposited on the F-doped SnO2 (TEC15, Pilkington)
substrates by RF-magnetron sputtering at 400°C using a
ceramic target with the same composition under Ar
flow (20 sccm) with a working pressure of 5 mTorr. Ti
metal films with a thickness of 2.6 μm were deposited
on the NTO/TCO substrates using a Ti metal target
(99.9%) under the same sputtering conditions. The Ti
thin films were anodized in a two-electrode cell at 50 V
(room temperature, Pt counter electrode) using 0.25 wt%
NH4F (Aldrich, 99.9%) electrolyte in ethylene glycol
(Aldrich, 99%) with 1 wt% of H2O. The anodization
process was controlled by a source meter (Keithley,
Model: 2425) connected to a computer. The applied volt-
age was increased with a ramp rate of 1 V/sec and 5 V/sec
for first and second anodization processes, respectively
[14]. After washing with water, the first NT layer was re-
moved by applying a cathodic potential (−3 ~ −5 V) in
1 M H2SO4 aqueous solution [14] using a two-electrode
cell with a platinum counter electrode, and then anodized
again after washing with water and ethanol. The as-
prepared samples were rinsed with water and ethanol, and
dried with a gentle stream of N2. Then, for the pore wid-
ening, the as-anodized NT films were immersed in the
formamide solution consisting of 0.15 M NH4F and 3.5 wt%
H2O at 80°C for 5 min [11]. After rinsing and drying using
the same conditions, the NT films were annealed at 400°C
for 1 h under an ambient atmosphere.
2.2 DSSC fabrication
For fabricating DSSCs, the films were stained with
a 0.3 mM ethanolic solution of Z907 dye (cis-bis(iso-
thiocyanato)(2,2′-bipyridyl-4,4′-dicarboxylato)(4,4′ -di -
nonyl-2′-bipyridyl)ruthenium(II)), and sandwich type
devices were fabricated with Pt-loaded TCO substrates
using the similar procedure described previously [11].
The electrolyte was composed of 1.0 M 1-methyl-3-
propylimidazolium iodide, 30 mM I2, 0.5 M 1-butyl-
1H-benzimidazole, and 0.1 M guanidinium thiocyanate
in 3-methoxypropionitrile [28].
2.3 Characterization
The microstructure and thickness of the NT arrays were
characterized by field-emission scanning electron micros-
copy (FE-SEM). The optical absorption/transmission spec-
tra and external quantum efficiencies were obtained using
an IPCE measurement system (PV Measurements, Inc.).
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